
No. Part Name Material Name Component wt
(mg)

Material Content
(Element) CAS Number Element wt

(%)
Element wt

(mg)
wt % of Total

unit wt PPM

Manganese 7439-96-5 0.80% 1.1034 0.20% 8000
Nickel 7440-02-0 41.00% 56.5472 10.43% 410000

Chromium 7440-47-3 0.25% 0.3448 0.06% 2500
Cobalt 7440-48-4 0.50% 0.6896 0.13% 5000

Iron 7439-89-6 55.45% 76.4766 14.11% 554500
Silver 7440-22-4 2.00% 2.7584 0.51% 20000

Epoxy Resin Trade Secret 4.50% 17.9346 3.31% 45000
Hardener Trade Secret 4.50% 17.9346 3.31% 45000

Metal Hydrooxide Trade Secret 4.00% 15.9419 2.94% 40000
Carbon Black 1333-86-4 0.20% 0.7971 0.15% 2000

Amorphous silica 60676-86-0 85.80% 341.9538 63.10% 858000
Crystal silica 14808-60-7 1.00% 3.9855 0.74% 10000
Acrylic resin Trade Secret 9.48% 0.0210 0.00% 94800

Polybutadiene derivative Trade Secret 7.76% 0.0172 0.00% 77600
Butadiene copolymer Trade Secret 1.92% 0.0043 0.00% 19200

Epoxy Resin Trade Secret 3.45% 0.0077 0.00% 34500
Acrylate Trade Secret 6.70% 0.0149 0.00% 67000

Silver (Metal powder) 7440-22-4 70.69% 0.1569 0.03% 706900
Tin 7440-31-5 99.99% 1.1843 0.22% 999900

Impurity Trade Secret 0.01% 0.0001 0.00% 100
Gold 7440-57-5 99.99% 0.7019 0.13% 999900
other Trade Secret 0.01% 0.0001 0.00% 100

6 Die Chip 3.324 Silicon 7440-21-3 100.00% 3.3240 0.61% 1000000
541.9 600.00% 541.9000 100.00% 6000000
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